H3IrOTOBJIEHO B POCCUU
MADE IN RUSSIA

OO0 HII «HE®TEXUMU SI»

HedTexrumun r. MockBa 109429, Kanorust kBapran 2-i, 1om 1, ctp.36
Neftekhimia Ltd

109429 Moscow, Kapotnya district 2, house 1, building 36

ITACIIOPT KAYECTBA/ DATA SHEET Ne 443

HAUMEHOBAHUE ITPOJIYKTA: ITIOJIATIPOITMJIEH TV 2211-001-14596232-2012 ¢ u3m. NeNe 1,2,3.4
Name of product: Polypropylene as per TS 2211-001-14596232-2012 with rev.NeNe 1,2,3,12

HOMEP ITAPTHH /Batch number: 494 MAPKA/Grade: PP H 085 CF/2
JIATA U3TOTOBJIEHUSI/Date of production: 28.11.2014
MACCA HETTO/ Net weight: 223000 kr/kg
No HaumenoBanue noka3zareneit Hopwmsr o TY PesynpTar ucnbIranuit
n/n Property Standard as per TS Test results
TTokazaresnb TeKy4ecTH paciuiasa, r/10MuH
1 Melt flow index, g/ 10 min 75-10 86
2 Pazbpoc mokasatens TeKy4ecTH paciiasa, %, He bonee 10 10.0
Dispersion of MFI, %, max ’
0,
3 Maccgsaﬂ JI0JIs1 JIETYYHUX BEILecTB, %, He Oonee 0,09 0,03
Volatile, %, max
Monyns ynpyroctu npu usrube, MIla , ne menee
4 Flexural modulus, MPa, min 1300 1600
5 IIpenen texyuectu npu pacrsbxkenuu, MIla, He menee 34 355

Tensile yield stress, MPa, min

OTHOCHUTENbHOE YUIMHEHNE TIPU [IpeJieNie TeKy4ecTH, %, He
6 MeHee 10 12
Elongation at yield, %, min

MaccoBast 101151 U30TaKTHYECKO! (paxiuu, %

l Content of isotactic fraction, % 95,0-96.5 95,0
Maccosast J0JIA TpaHyll C OTKIIOHCHHUAMH I10 pasMepaMm 1
8 CITHIIIIIMXCS B CyMMe, %, He Goliee 30 0.0

Content of pellets oversized, undersized and
agglomerates, %, max

3aKiI04eHue: TOJIUIPONMIEH cooTBeTCTBYET TpeboBanusimM TY 2211-001-14596232 ¢ u3m.Nel,2,3.4

C y4eTOM IPOTOKOJIA UCTIBITAHUH aKKPEAUTOBAHHOI HCIIBITATEIBHON JTaD0paTopun
OAO MMUIIIT - HITO «IJTACTHK»

Conclusion: Polypropylene meets requirements of TS 2211-001-14596232-2012 with rev.NeNe 1,2,3,4
with reference to test sheet of certificated test laboratory JSC «MIPP- NPO «Plastic»

Ne 420a-443 or 28.11.2014

[ara Beiaun macrnopra/Date of issue of data sheet «__ » 20 T.

I'eHepanbHblil TUpeKTOP/CEO

IMPABUJIA BE3OITACHOCTU
TIOJIUITPOITMJIEH
TY 2211-001-14596232-2012 ¢ n3m.Nel,2,3,4

THE RULES OF SAFETY OF
POLYPROPYLENE
TS 2211-001-14596232-2012 with rev.NeNe1,2,3,4

HOJII/IHpOHI/IJ'ICH NpeaAHasHAYCH UId H3rOTOBJICHUS pr6, JIUCTOB, JTUTBEBBIX I/I3,H6J'II/II7I, JICHT, IIJICHOK,
BOJIOKOH, HHTeﬁ, HETKaHbIX W YIIAKOBOYHBIX MAaTEpHalioB, 1/13;[enm‘/‘1 TEXHUYCCKOro Ha3HA4YCHHUs, UT'PYLICK,
I/I3,Z[6HI/II7I, NpeaAHAa3HAYCHHBIX Ui KOHTAKTa C MMUIIEBbIMHU NPOAYKTAMH, U APYTUX I/IBZ[EHI/II;'I.

Polypropylene is used for production of pipes, sheets, injection goods, tapes, films, fibers, filaments,
nonwoven and packing materials, goods of technic, domestic and medical purposes, toys, goods for
contact with food and other goods.

MapkHpoBKe, XapaKTepU3YIOIleH TPaHCHOPTHYIO OMacHOCTh coriacHo TpedoBaHusiM ['OCT 19433,
TIOJIUIIPOIINJIEH HE MOMJIEKHUT.
Polypropylene is not required to be marked as a transport dangerous cargo in accordance with
requirements of the GOST 19433.

I'paHymMpoBaHHBIN MOJUMPONUIECH NPH KOMHATHOH TeMIlepaType He BBIIEAET B OKPYKAIOIIYIO CpeLy
TOKCUYHBIX BEIIECTB M HE OKa3bIBACT BPEAHOI'O BJIMAHHA Ha OpPraHU3M YEJIOBEKa IPU HEIIOCPEACTBEHHOM
KoHTakTe. PaboTa ¢ HUM He TpebyeT 0COOBIX Mep MPEIOCTOPOIKHOCTH.

Pelleted polypropylene doesn’t emit toxic substances into environment at room temperature and
doesn’'t affect on a human organism by a direct contact. Its handling requires no specific safety
precautions.

rapaHTHﬁHLIﬁ CpPOK XpaHCHHUS MNOJMUIIPONUIIEHA — TPU roa C HAaTbl U3IOTOBJICHHA. Ilo wmcTeucHUuU
rapaHTm?moro cpoxa XpaHeHI/Iﬂ l'[OJ'IPIl'[pOl'[l/IJ'IeH MOXKET 6BITB HUCIIOJIB30BAH TOJIBKO IIOCJIC HpOBepKI/I
MoKa3aTeJiell KadyecTBa Ha cooTBeTcTBHE TpeOoBaHmsaM TY 2211-001-14596232-2012 ¢ m3m.NeNe 1,2.3.4
Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage polypropylene can be used only after testing of properties in accordance with requirements of
the TS.



