H3IrOTOBJIEHO B POCCHH
MADE IN RUSSIA

OO0 HII «<HE®GTEXUMUS»

Hedrexvmua r. Mocksa 109429, Kanoths kBapran 2-i, jom 1, koprmyc 13
Neftekhimia Ltd

109429 Moscow, Kapotnya district 2, house 1, building 13

ITACITIOPT KAYECTBA/ DATA SHEET Ne 231/2021

HAMMEHOBAHME TTPOAYKTA: TIOJIMITPOITMIIEH TV 2211-001-14596232-2012 ¢ uzm. NeNe 1-20
Name of product: Polypropylene as per TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOMEP ITAPTHMH /Batch number: 231/2021 MAPKA/Grade: PP H 450 GP/2
JIATA U3TOTOBJIEHUSI/Date of production: 13.04.2021
MACCA HETTO/ Net weight: 200000 kr/kg
Ne Hanmenopanue nokasareneit Hopwmbi o TY Pesynbrar ucnetanui
n/n Property Standard as per TS Test results
Tlokazarens TeKydecTH paciuiasa, r/10mMun
1 Melt flow index, g/ 10 min 40-50 42
2 Pas6poc nokasarens TeKyuecTH paciuiasa, %, He bonee 20 33
Dispersion of MFI, %, max !
3 MaCCf)Baﬂ JI0JIs1 JIETYYHUX BelecTs, %, He Oonee 0,09 0,05
Volatile, %, max
4+ Mopnynb ynpyrocts npu n3ry_l6c, MIla , He meHee 1400 1419
Flexural modulus, MPa, min
Ipenen Texydyectu npu pactsokenun, MIla, ne Menee
5* S . 34 35
Tensile yield stress, MPa, min
OTHOCHTENBHOE YUTMHEHHE HPH MPEeielie TeKy4ecTH, %,
6* HE MeHee - -
Elongation at yield, %, min
7 MaccoBast oI5 H30TaKTHIeCKON (pakum, %
Content of isotactic fraction, % ) B
Maccosast J10J151 TPaHyJl C OTKJIOHCHUAMH II0 pasMepaM u
s CIIMIIINXCS B cymMMe, %, He Goliee 30 0
Content of pellets oversized, undersized and '
agglomerates, %, max

Ilpumeuanue:* - moKa3aTeab ONPENCAICTCS HEPHOIUIECKH B COOTBETCTBHH € 11.3.9 TY 2211-001-14596232-2012 ¢ n3m. NeNe 1-20.
HcnbiTanue nmpoBotHIoch B cToponHeit 1abopatopuu [omom OOO "Omcknii 3aBoj nonumnpornmiena”. AHaJIN3 BBITIONHEH 0 3aKa3y

TIpomssoguresst - OO0 "HIIII "Hedrexumus". O6pasen s ucnsitanuii 6611 nepegan B taboparopuio [Tommom OO0 "Omckuit 3aBox
nonmnponuiena” Iponsoxurenem. Note:* - the indicator is determined periodically in accordance with clause 3.9 of TU 2211-001-

14596232-2012 with amendments no. 1-20. The test was conducted in a third-party Poliom laboratory of Omsk polypropylene plant

LLC. The analysis was performed by order of the Manufacturer - NPP Neftekhimiya LLC. The sample for testing was transferred to the

Poliom laboratory of Omsk polypropylene plant LLC by the manufacturer.
3akmiouenue: [lomumponmien coorBercTByeT TpeboBanmsm TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20,

¢ yuerom IIporokona ucnsrranuit OO0 "Tlosom"/The test, OOO "Poliom"
Ne  o/m ot/from 04.12.2020

[lara BeIgaun macnopta/Date of issue of data sheet «_ » 20 T

T'enepanbHbIi TMpEKTOP/CEO

TTPABWJIA BE3OITACHOCTH
TIOJIUITPOITUJIEH
TV 2211-001-14596232-2012 ¢ u3m.NeNe 1-20

THE RULES OF SAFETY OF
POLYPROPYLENE
TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOJ’IHHpOHI/IHCH TNIpeaHasHa4YCH 11 U3TOTOBJICHUS pr6, JINCTOB, JIUTHCBBIX P[3£l€ﬂ1/[f/’[, JICHT, IUICHOK,
BOJIOKOH, HI/ITeﬁ, HETKaHbIX M YIIAKOBOYHBLIX MaTEpHUajIOB, U3ACIUH TEXHUYECKOTo HasHayC€HUsA, UIPYLICK,
HSHCHHﬁ, NpEeaHAa3HAYCHHBIX UL KOHTAKTa C IMUIICBBIMA IPOAYKTaAMU, U IPYTUX H3HCHHﬁ.

Polypropylene is used for production of pipes, sheets, injection goods, tapes, films, fibers,
filaments, nonwoven and packing materials, goods of technic, domestic and medical purposes,
toys, goods for contact with food and other goods.

MapkupoBke, xapaKkTepu3yIIleil TPaHCIIOPTHYIO OmacHOCTh coriacHo TpeboBanusiM ['OCT 19433,
TIOJIUTIPOITAJICH HE ITOUICKHUT.
Polypropylene is not required to be marked as a transport dangerous cargo in accordance with
requirements of the GOST 19433.

I'panynnpoBaHHbIH TOIUIPONUIICH NIPU KOMHATHON TEMIIEpaType He BBIICTACT B OKPYKAIOILYIO CpeTy
TOKCHUYHBIX BCIIECTB U HE OKA3bIBACT BPEAHOI'O0 BJIMUAHHA Ha OpPraHU3M YE€JIOBEKa IIPH HEIIOCPEACTBEHHOM
KoHTakTe. PaGoTa ¢ HUM He TpeGyeT 0cOOBIX Mep MPEIOCTOPOKHOCTH.

Pelleted polypropylene doesn’t emit toxic substances into environment at room temperature and
doesn’t affect on a human organism by a direct contact. Its handling requires no specific safety
precautions.

TI'apanTuiiHbIi CpPOK XpaHEHHs HONUIPONMIIEHA — TPHU roja C Jarhl u3roroBieHus. Ilo mcredyeHun
FapaHTHﬁHOFO CpOKa XpaHCHHUA MOJHUIPONUIICH MOXET GLITL HCIIONIB30BaH TOJIBKO IIOCJIE IIPOBEPKH
rokasarerneii kadecTBa Ha cootBercTBHe TpeboBanusam TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20.
Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage polypropylene can be used only after testing of properties in accordance with requirements
of the TS 2211-001-14596232-2012 with rev. NeNe 1-20.



