M3TOTOBJIEHO B POCCUU
MADE IN RUSSIA

OO0 HIII «<HEOTEXUMUSI»
. Mocksa 109429, KanotHst kBapTan 2-i, fom 1, kopmyc 13
Neftekhimia Ltd
109429 Moscow, Kapotnya district 2, house 1, building 13

Hedrexmmun

ITACIIOPT KAUECTBA/ DATA SHEET Ne 110/2020

HAMMEHOBAHHUE ITPOJIYKTA: IIOJIMITPOIIMJIEH TY 2211-001-14596232-2012 ¢ u3m. NeNe 1-20
Name of product: Polypropylene as per TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOMEP ITAPTHU /Batch number: 110/2020 MAPKA/Grade: PP H 020 GP/2
JATA U3rOTOBJIEHMSI/Date of production: 21.02.2020
MACCA HETTO/ Net weight: 141000 kr/kg
Ne /it HanmenoBanue nokasarenei Hopwmsl o TY Pesynbrar ucnsitannit
- Property Standard as per TS Test results
IToka3aTenp TeKydecTH paciuiasa, /10mun
1 Melt flow index, g/ 10 min L7-24 24
2 Paz6poc mokazarens TeKy4ecTH pacimnasa, %, He 6onee 20 135
Dispersion of MFI, %, max !
3 Macc.osax JI0JIs1 JIETY4HX BeLlecTB, %, He Golee 0,00 0,04
Volatile, %, max
o+ Mogyns ynpyroctu npu MSI‘Iflﬁe, MIla , ne Menee 1400 1551
Flexural modulus, MPa, min
5 Tpenen rexyuyectn npu pactsixenun, MIla, He MeHee 34 35

Tensile yield stress, MPa, min

OTHOCUTENIBHOE YUTMHEHHE TIPU NIpeselie TeKydecTH, %o, HE
6* MeHee 8 10
Elongation at yield, %, min

MaccoBast 10715 H30TaKTHIECKO! (pakuum, %o

7 ) . . - -
Content of isotactic fraction, %
Maccosast J10JI TpaHyJ1 C OTKJIOHEHUSAMH 110 pasMepaM 1
CIIUIILIKXCS B cyMMe, %, He Doliee

8 YMME, 70, 30 01

Content of pellets oversized, undersized and
agglomerates, %, max

Ipumeuanue: * - okaszatelib ObUT BBITIOJIHEH B CTOpOHHE# 1abopatopun "Jlaboparopust mpousBoacTBeHHoro koutposst [TIOJIMOM" OO0
"Omcknii 3aBox nommnponuiena" (ITporokon ucnbitanmii ot 28.02.2020 r.)(akkpeauTaLys OTCYTCTBYET). AHAIHM3 BBHINONHEH 110 3aKa3y
TIpouseoaurens - OO0 "HIIIT "Hedrexumus".O6paserr wist ucnbitanuii Obu1 nepean B "JlaGoparoputo [Tonuom" Iponssonurenem.. Note: * -
the quality index is determined in a third-party in a third-party laboratory "POLIOM production control Laboratory" LLC " Omsk
polypropylene plant “(test Report dated 28.02.2020) (no accreditation). The analysis is performed by order of the Manufacturer-LLC "
NPP "Neftekhimiya".The test sample was sent to the "Poliom Laboratory" by the Manufacturer.

3aKioyeHue: MOJUIpPOIMIeH cootBercTByer TpeboBanusaM TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20.

¢ yuerom Otuera o pesynbratax ucnbiranuit MJII] MO U] "Ceiibont" AO "Ilerponeym Ananuctc”

Artrecrar akkpeautanmn B AALL «Anammntuka» (ILAC-APLAC) Ne AAC.A.00119 neitctBurenen no 19.09.2021 r.

Conclusion: Polypropylene meets requirements of TS 2211-001-14596232-2012 with rev. NeNe 1-20.

with reference to Analysis Report of MLC MB RC "Saybolt" Petroleum Analysts JSC

Accreditation sertificate of AAC «Analitica» (ILAC-APLAC) Ne AAC.A.00119.

Ne 26024/00344046/20 ot/from 24.02.2020
Ne 6/u  IIporokon ucnsrranuii "Tlommom" ot/ from 28.02.2020
Jlata Bbiaun nacmopTa/Date of issue of data sheet «_ » 20 T.

T'enepanbuslil qupexTop/CEO

TTPABMJIA BE3OITACHOCTH
TNOJIUITPOITUJIEH
TV 2211-001-14596232-2012 ¢ u3m.NeNe 1-20

THE RULES OF SAFETY OF
POLYPROPYLENE
TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOJ’II/IHpOHI/IHCH NpeaHasHauY€H AJIs1 U3TOTOBJICHUA pr6, JINCTOB, JINTHCBBIX H3£[CHHﬁ, JICHT, IIJICHOK,
BOJIOKOH, HHTCFI, HETKaHbIX M YINAaKOBOYHBIX MaTEpUaloB, I/ISZLCIH/Iﬁ TEXHUYCCKOIO0 HA3HA4YCHHUS, UTPYLICK,
HSHCHP[ﬁ, NPpEAHA3HAYCHHBIX JIs1 KOHTAKTa C MMUIIEBBIMU IPOAYKTaAMHU, U IPYTUX H3£LCHHﬁ.

Polypropylene is used for production of pipes, sheets, injection goods, tapes, films, fibers,
filaments, nonwoven and packing materials, goods of technic, domestic and medical purposes,
toys, goods for contact with food and other goods.

MapKHpOBKE, XapaKkTEepU3yIOLIEH TPAHCIOPTHYIO OMNAcHOCTh coriacHo TpedoBanusm ['OCT 19433,
TIOJIUIIPOTIUIIEH HE ITOUICKUT.
Polypropylene is not required to be marked as a transport dangerous cargo in accordance with
requirements of the GOST 19433.

I'panynpoBaHHBII HOMUIIPONHIIEH IPH KOMHATHOM TeMIlepaType He BBIACIACT B OKPYKAIOLIYIO Cpery
TOKCHYHBIX BCIICCTB M HE OKa3bIBACT BPECAHOIO BJIHUSHHS HAa OpPraHM3M YCJIOBEKA IPA HEMOCPEACTBEHHOM
KoHTakTe. PaboTta ¢ HUM He TpeOyeT 0cOObIX Mep MPEIOCTOPOIKHOCTH.

Pelleted polypropylene doesn’t emit toxic substances into environment at room temperature and
doesn’t affect on a human organism by a direct contact. Its handling requires no specific safety
precautions.

FapaHTHﬁHBIﬁ CPOK XpaHCHHS IIOJUIPOIIMIICHA — TPHA roda C AaTbl M3TOTOBJICHUSA. ITo ucreuennn
FapaHTHI?IHOFO CpOKa XpaHCHHS IOJHUIIPOITUIICH MOXET 6I>ITB HUCIIOJIB30BaH TOJIBKO TIOCJIC MPOBEPKA
rokasareseii kauecTBa Ha cooTBeTcTBHe TpeOoBanusam TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20.
Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage polypropylene can be used only after testing of properties in accordance with requirements
of the TS 2211-001-14596232-2012 with rev. NeNe 1-20.



