M3roTOBJIEHO B POCCUUN
MADE IN RUSSIA

OOO HIII «<HE®TEXUMMU S»
Hedrexumms r. Mocksa 109429, Kanorus kBaprai 2-ii, fjom 1, kopmyc 13
Neftekhimia Ltd
109429 Moscow, Kapotnya district 2, house 1, building 13

ITACTIOPT KAYECTBA/ DATA SHEET Ne 521

HAUMEHOBAHUE IMTPOAYKTA: ITOJIUITPOITUIJIEH TV 2211-001-14596232-2012 ¢ u3m. NeNe 1-19
Name of product: Polypropylene as per TS 2211-001-14596232-2012 with rev.NeNe 1-19

HOMEP ITAPTHM /Batch number: 521 MAPKA/Grade: PP H 250 GP/2
JIATA U3T'OTOBJIEHUI/Date of production: 25.08.2019
MACCA HETTO/ Net weight: 205000 kr/kg
Ne Haumenosanue nokasareneit Hopwmbi mo TY PesynbraT ucnsiTanuit
/i Property Standard as per TS Test results
ITokazarens TeKydecTH paciiasa, /10muH
1 Melt flow index, g/ 10 min 20-30 23
2 Pa30poc nokasarelst TeKy4eCTH paciuiasa, %, He Oonee 20 28
Dispersion of MFI, %, max !
MaccoBast 101151 IeTy4HX BEILECTB, %, He Oomee
3 Volatile, %, max 0.09 004
4% Moy yrnpyrocti npu HSI‘P.[66, MlIla , He meHee 1400 1447
Flexural modulus, MPa, min
5% IIpenen Texyuectu npu pactsxkennn, Mlla, He menee 34 344
Tensile yield stress, MPa, min !
OTHOCHUTEBHOE YUTHHEHHUE TP TIPEALCIIC TEKYIECTH, %,
6* HE MeHee - -
Elongation at yield, %, min
7 MaccoBasi 10151 H30TaKTHYECKOM (pakunu, %o
Content of isotactic fraction, % . .
MaccoBast 10J1s1 IpaHyJl C OTKJIOHEHUSIMH T10 pa3MepaM 1
8 CIIMIIIKXCS B CyMMe, %, He Gonee 30 03
Content of pellets oversized, undersized and ! !
agglomerates, %, max

Ilpumeuanne: * - mokasaTesb ONMpEAEISIeTCS IEPHOAIMECKH B cooTBeTcTBUH € 1.3.9 TY 2211-001-14596232-2012 ¢ m3m. NeNe 1-19.
Note: * - the quality index is determined periodically in accordance with i. 3.9 TU 2211-001-14596232-2012 with ch. NeNe 1-19.

3akioueHne: TOIUIPONIICH cOOTBeTCTBYET TpeboBanusm TY 2211-001-14596232-2012 ¢ u3m. NeNe 1-19.

¢ yuerom Otuera o pesynbratax ucnsitanuii MJIL] MO UI] "Ceiibont" AO "Tlerposneym Ananucrc"

Artecrat akkpenurtanun B AALL «Ananutnka» (ILAC-APLAC) Ne AAC.A.00119 neitctBurenen no 19.09.2021 r.
Conclusion: Polypropylene meets requirements of TS 2211-001-14596232-2012 with rev. NeNe 1-19.

with reference to Analysis Report of MLC MB RC "Saybolt" Petroleum Analysts JSC

Accreditation sertificate of AAC «Analitica» (ILAC-APLAC) Ne AAC.A.00119.

Ne 26024/00326055/19 ot/from 26.08.2019

Jara Beimaun macnopta/Date of issue of data sheet «_ » 20 T.

I'enepanbHbIi qUpeKTOP/CEO

IMTPABUJIA BE3OITACHOCTHU
TOJIMITPOITMJIEH
TV 2211-001-14596232-2012 ¢ u3m.NeNe 1-19

THE RULES OF SAFETY OF
POLYPROPYLENE
TS 2211-001-14596232-2012 with rev.NeNe 1-19

HOJ‘II/IHPOHI/IJ‘[eH NpeaHa3Ha4uYCH i U3TrOTOBJICHUS pr6, JINCTOB, JINTHCBBIX 1/13)1enm71, JICHT, IIJICHOK,
BOJIOKOH, HHTeﬁ, HETKaHbIX W YIAKOBOYHBIX MaTEpHalioOB, 1/13;[enm‘/‘1 TEXHUYCCKOro Ha3HAYCHHUS, UT'PYLICK,
I/I3,ELCJII/II7I, NpeaAHa3HAYCHHBIX MJIA KOHTAKTa C IMMIIEBBIMU NPOAYKTAMH, U APYTUX I/ISZ[GJ'IPIﬁ.

Polypropylene is used for production of pipes, sheets, injection goods, tapes, films, fibers, filaments,
nonwoven and packing materials, goods of technic, domestic and medical purposes, toys, goods for
contact with food and other goods.

MapkHpoBKe, XapaKTepU3yIollel TPaHCHOPTHYIO OMacHOCTh coriacHo TpeboBanusiM ['OCT 19433,
TIOJTUIIPOIINJIEH HE MOJICIKHUT.
Polypropylene is not required to be marked as a transport dangerous cargo in accordance with
requirements of the GOST 19433.

I'paHymMpoBaHHBIN MOJUMPONUIEH NPH KOMHATHOH TeMIepaType He BBIIEAET B OKPYKAIOIIYIO Cpely
TOKCUYHBIX BEIIECTB M HE OKa3bIBACT BPEAHOI'O BJIMAHHA Ha OpPraHU3M YEJIOBEKa MPU HEIIOCPEACTBEHHOM
KoHTakTe. PaboTa ¢ HUM He TpebyeT 0COOBIX Mep MPEIOCTOPOIKHOCTH.

Pelleted polypropylene doesn’t emit toxic substances into environment at room temperature and
doesn’'t affect on a human organism by a direct contact. Its handling requires no specific safety
precautions.

rapaHTHﬁHLIﬁ CpOK XpaHCHHUs MNOJUIIPONUIIEHA — TPU TroJa C HAaTbl U3rOTOBJICHHA. Ilo mcrTeueHuun
TapaHTHHHOTO CpPOKAa XpPaHEHUs] IOJUNPONMIEH MOXET OBbITh HCIONBb30BaH TOJBKO MOCJIE IPOBEPKU
MoKasaTeJiell KadecTBa Ha cooTBeTcTBUE TpeboBaHmsaM TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-19.
Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage polypropylene can be used only after testing of properties in accordance with requirements of
the TS 2211-001-14596232-2012 with rev. NeNe 1-19.



