N3T'OTOBJIEHO B POCCHUA
MADE IN RUSSIA

OOO HIT «<HED®TEXUMMUWS»
r. Mocksa 109429, KanoTtns kBaptan 2-i, 1om 1, kopmyc 13
Neftekhimia Ltd
109429 Moscow, Kapotnya district 2, house 1, building 13

ITACIIOPT KAYECTBA/ DATA SHEET Ne 275/2021

HANMMEHOBAHUE ITPOJAYKTA: ITOJIMITPOIINJIEH TV 2211-001-14596232-2012 ¢ u3m. NeNe 1-20

Name of product: Polypropylene as per TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOMEP ITAPTUHU /Batch number: 275/2021 MAPKA/Grade: PP H 030 GP/2
JIATA U3TOTOBJIEHNSI/Date of production: 02.05.2021
MACCA HETTO/ Net weight: 207000 kr/kg
Ne HanmenoBanue nokasarenei Hopwmer o TY Pe3ynpTaT ucneiTanuii
/1 Property Standard as per TS Test results
[okazarens TekydecTH paciiiasa, T/10MuH
1 Melt flow index, g/ 10 min 2,5-35 31
’ Pasz0poc nokaszatens Teky4ecTu paciuiaBa, %, He Ooliee 20 57
Dispersion of MFI, %, max '
3 Macc9Baﬁ JTOJIS IETYYUX BellecTB, %, He Ooee 0,09 0,04
Volatile, %, max
4% Mopyne ynpyrocTtu npu 1/13r1/¥6e, MIIa , He meHee 1400 1410
Flexural modulus, MPa, min
IIpenen Texyuectu npu pactsokeHuu, Mlla, He MeHee
5* o ) 34 36,1
Tensile yield stress, MPa, min
OTHOCHUTENILHOE YAJMHCHUC TIPU NPCALCIIC TCKYUCCTH, %, HE
6* MeHee 8 10
Elongation at yield, %, min
7 MaccoBasi 1011 U30TaKTHUECKOH (pakiuu, %
Content of isotactic fraction, %
MaccoBas A0JId TpaHyJ1 € OTKJIIOHCHUAMU IO pasMepaM U
8 CIHITIITUXCS B cymMmMe, %, He Ooee 3.0 0
Content of pellets oversized, undersized and ’
agglomerates, %, max

IIpumeuanme:* - mokasaresp onpenessieTcs Nepuoguuecku B cooTBeTcTBUH ¢ 11.3.9 TV 2211-001-14596232-2012 ¢ uzm. NeNe 1-20.
Hcnreitanne npoBoaminock B croporHeit tabopatopun OO0 "CUBYP IlonnJlad". Ananms BemoiHeH 1o 3akasy [lpousBogurens - OO0
"HIIIT "Heprexumus". Obpa3zern amnst ucnsltanuii 0601 iepean B Jadopatoputo OO0 "CUBYP ITommJla6" [Ipoussogutenem. Note:* -
the indicator is determined periodically in accordance with clause 3.9 of TU 2211-001-14596232-2012 with amendments no. 1-20. The
test was conducted in a third-party laboratory of SIBUR Polilab LLC. The analysis was performed by order of the Manufacturer - NPP

Neftekhimiya LLC. The sample for testing was transferred to the laboratory of SIBUR Polilab LLC by the manufacturer.

3akiouenne: [lomunpormen coorBercTByeT TpeOoBanusm TY 2211-001-14596232-2012 ¢ u3m. NeNe 1-20,

¢ yaetoM IIporoxona ucnsrranuii OOO "CUBYP ITommJIa6"/The test, OOO "SIBUR Polilab"

No

Jlata BbI1a4uun HacnopTa/ Date of issue of data sheet «

['enepanbHbIil AUPEKTOP/CEO

32/2020  or/from 23.09.2020

»

20

[NPABUJIA BE3OITACHOCTU
[TOJIUITPOITNJIEH
TV 2211-001-14596232-2012 ¢ uzm.NeNe 1-20

THE RULES OF SAFETY OF
POLYPROPYLENE
TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOHHHpOHI/IHCH NpcaAHasHA4YCH JIs1 U3TOTOBJICHUA pr6, JIUCTOB, JIMTBCBBIX I/I3I[€J'II/II71, JCHT, IIJICHOK,
BOJIOKOH, HPITeI)'I, HCTKAaHbIX W YIIAKOBOYHBLIX MATCPHUAJIOB, HB,HGJII/II;'I TCXHUYCCKOI'0O HAa3HAYCHUA, NI'PYIICK,
W3JEIUH, TPEAHA3HAUYCHHBIX JUUI KOHTAKTa C MUIIEBBIMU IPOAYKTAMHU, U IPYTUX U3CIIHM.

Polypropylene is used for production of pipes, sheets, injection goods, tapes, films, fibers, filaments,
nonwoven and packing materials, goods of technic, domestic and medical purposes, toys, goods
for contact with food and other goods.

MapkupoBKe, XapakTepu3yIOIIeld TPaHCIOPTHYIO OMAacHOCTH coriacHo TpeboBanusm ['OCT 19433,
ITOJIUIIPOIIUJICH HC ITOJJICIKUT.
Polypropylene is not required to be marked as a transport dangerous cargo in accordance with
requirements of the GOST 19433.

['panynupoBaHHBIN NOJUIPONWIIEH IIPU KOMHATHOM TEMIIEPAType HE BBIACISAET B OKPYKAOIIYIO CpPELy
TOKCHUYHBIX BCHICCTB M HC OKA3bIBACT BPCIAHOI'O BJIMSAHHA HAa OPraHU3M YCJIOBCKA IIPHW HCIIOCPCACTBCHHOM
KoHTakTe. PaboTa ¢ HUM He TpeOyeT 0COOBIX Mep MPETOCTOPOKHOCTH.

Pelleted polypropylene doesn’t emit toxic substances into environment at room temperature and
doesn’t affect on a human organism by a direct contact. Its handling requires no specific safety
precautions.

lMapaHTUiiHBIN CPOK XpaHEHHS MOJUIPOINUICEHA — TPHU roja ¢ AaThl U3rotoBieHud. [lo ucreueHun
FapaHTHﬁHOFO CpOKa XpaHCHHUS ITOJIHUIIPOIIMIICH MOXKCET OBITh MCIOJIBL30BAaH TOJBKO IIOCIE IIPOBCPKU
Mokasaresei kauecTBa Ha cooTBeTcTBUE TpeboBanusiM TY 2211-001-14596232-2012 ¢ uzm. NoNe 1-20.
Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage polypropylene can be used only after testing of properties in accordance with requirements
of the TS 2211-001-14596232-2012 with rev. NeNe 1-20.



