M3rOTOBJIEHO B POCCUM
MADE IN RUSSIA

OOO HIII «<HEOTEXUMUS»
Hedrexumus r. Mocksa 109429, Kanotns kBapran 2-it, 1om 1, kopmyc 13
Neftekhimia Ltd
109429 Moscow, Kapotnya district 2, house 1, building 13

ITACITIOPT KAUYECTBA/ DATA SHEET Ne 547/2022

HAMMEHOBAHUE ITPOAYKTA: SIBEX® (TTIOJIUTIPOITMJIEH) TY 2211-002-14596232-2016 ¢ u3m. NeNe 1-8
Name of product: SIBEX® (POLYPROPYLENE) as per TS 2211-002-14596232-2016 with rev. NeNe 1-8

HOMEP ITAPTHHU /Batch number: 547/2022 MAPKA/Grade: PP H 031 BF/2
JATA U3TOTOBJIEHMSI/Date of production: 23.09.2022
MACCA HETTO/ Net weight: 126000 kr/kg
Ne Haumenoanue nokasarenei Hopwmbi o TY Pesynbrar ucnsiranuii
n/n Property Standard as per TS Test results
IToka3aresb TeKydecTH paciuiasa, r/10mMun
1 Melt flow index, g/ 10 min 28-33 29
2 Pa36poc noka3saress TeKy4ecTH paciuiasa, %, He Oonee 10 03
Dispersion of MFI, %, max '
MaccoBast 101151 IeTy4HX BeliecTs, %, He Oonee
3
3 Volatile, %, max 0,09 rapanTupyercsi/guaranteed
Monyns ynpyroctu npu usrude, MIla , He meHee
*
4 Flexural modulus, MPa, min 1400 rapanTupyercs/guaranteed
5* ITpenen texkydectu npu pactskenus, MIla, ne menee 34 rapanTupyercs/guaranteed

Tensile yield stress, MPa, min
OTHOCHTENBHOE YUTHHEHHE MPH TIpefielie TeKy4ecTH, %,

6* HE MeHee 9 rapanTupyercsi/guaranteed
Elongation at yield, %, min

MaccoBast 1011 H30TakTHYeCKoH dpakuuu, %

* -
7 Content of isotactic fraction, % 95,0 - 96,5 rapanTHpyeTcs/guaranteed
Maccosas J10J1 TpaHyJl C OTKIIOHCHUSAMH I10 pasMepam 1
CITUIIIHXCS B CyMMe, %, He Ooltee
8 YMME, 70 30 01

Content of pellets oversized, undersized and
agglomerates, %, max

Ipumeyanue: * - MOKa3aTelb ONMPEALISCTCS IEPHOANIECKH B COOTBeTCTBHH € 11.3.8-3.9 TY 2211-002-14596232-2016 ¢ m3m. NeNe 1-8.
Note: * - the quality index is determined periodically in accordance with i. 3.8-3.9 of TS 2211-002-14596232-2016 with rev.
NeNe1-8.

3akmouenne: SIBEX® (IIOJIUIPOITUIIEH) cooTBeTCTBYeT TpeboBanmsM TY 2211-002-14596232-2016 ¢ u3m. NeNe 1-8.
Conclusion: SIBEX © (POLYPROPYLENE) meets the requirements of TS 2211-002-14596232-2016 with rev. NeNe 1-8.

Jlara Beimaun nacnopta / Date of issue of data sheet «_ » 20 r.

T'enepanbHblit qupekrop / CEO

TIPABWJIA BE3OITACHOCTHU

SIBEX ® (ITOJIMIIPOITMJIEH)
TY 2211-002-14596232-2016 ¢ m3m. NeNe 1-8.

THE RULES OF SAFETY OF

SIBEX ® (POLYPROPYLENE)
TS 2211-002-14596232-2016 with rev. NeNe 1-8.

SIBEX" (ITOJIUITPOIIUJIEH) mpenHa3Ha4yeH AJsi U3TOTOBJIEHMS TPYO, JMCTOB, JUTHEBBIX W3/CIHH,
JICHT, IINICHOK, BOJIOKOH, HI/[TGI‘/’I, HETKaHbIX U YITAKOBOYHBIX MaT€pHajoB, I/ISHCIIPIﬁ TEXHHUYCCKOI'O HAa3HAYCHMU,
WUTpYILIEK, U3JeNUi, TpeIHa3HaYEHHBIX /sl KOHTAKTa C MUILEBBIMH MPOJYKTAMHU, U APYTUX U3ACIHUIL.
SIBEX® (POLYPROPYLENE) is used for production of pipes, sheets, injection goods, tapes, films,
fibers, filaments, nonwoven and packing materials, goods of technic, domestic and medical
purposes, toys, goods for contact with food and other goods.

MapKHupoBKe, XapaKTepU3yIOIeH TPaHCIOPTHYIO OMAacHOCTh coriacHo TpeboBanmsim ['OCT 19433,
SIBEX”® (ITOJIUIIPOITJIEH) He mOmIexHuT.

SIBEX® (POLYPROPYLENE) is not required to be marked as a transport dangerous cargo in
accordance with requirements of the GOST 19433.

I'panynupoBaHHBII SIBEX" (ITOJIUTIPOIIMJIEH) mpu KOMHATHOWM TeMmepaType He BbIJCISCT B
OKPYXKarIY Cpeay TOKCUYHBIX BCIIECTB U HE OKa3bIBACT BPEAHOI'0 BJIMSAHHUA HAa OpPraHU3M 4YCJIIOBEKaA IpU
HENOCPEICTBEHHOM KOHTakTe. PaboTa ¢ HUM He TpebyeT 0coOBIX Mep MPEAOCTOPOKHOCTH.

Pelleted SIBEX® (POLYPROPYLENE) doesn’t emit toxic substances into environment at room
temperature and doesn’t affect on a human organism by a direct contact. Its handling requires no
specific safety precautions.

INapanTHiiHBIH CPOK XpaHEHUS SIBEX" (ITOJIUITPOITUJIEH) — tpu roxa ¢ natel usrorosnenus. Ilo
HUCTEUEHUM IapaHTUHHOIO CpOKa XpaHEHUs SIBEX" (ITOJIUITPOITNJIEH) MoXeT ObITh MCIONIb30BaH TOJIBKO
TocJie TIPOBEPKH IMOKa3aTenell KayecTBa Ha cooTBeTcTBHE TpedoBanmsiM TY 2211-002-14596232-2016 ¢ uzm.
NeNe 1-8.

Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage SIBEX® (POLYPROPYLENE) can be used only after testing of properties in accordance
with requirements of the TS 2211-002-14596232-2016 with rev. NeNe 1-8.



