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ITACIIOPT KAYECTBA/ DATA SHEET Ne 61/2023

HAUMEHOBAHUE ITPOJIYKTA: ITOJIATIPOITMJIEH TV 2211-001-14596232-2012 ¢ u3m. NeNe 1-20
Name of product: Polypropylene as per TS 2211-001-14596232-2012 with rev.NeNe 1-20

IMPABUJIA BE3OITACHOCTHU
TIOJIMITPOITMJIEH
TY 2211-001-14596232-2012 ¢ u3m.NeNe 1-20

THE RULES OF SAFETY OF
POLYPROPYLENE
TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOJIPIHpOHI/IJ'IeH NpeaAHasHA4YCH UId H3TrOTOBJICHUA pr6, JIUCTOB, JIUTBEBBIX I/IS,HSJ'II/IfI, JICHT, IIJICHOK,
BOJIOKOH, HHTeﬁ, HETKaHbIX W YIAKOBOYHBIX MaTEpHalioB, H3Zleﬂldﬁ TEXHUYCCKOro Ha3HAYCHHUS, UT'PYLICK,
I/I3,ELCJII/II7I, NpeAHa3HAYCHHBIX MJIA KOHTAKTa C IMUIIEBBIMU NPOAYKTaAMH, U APYTUX I/ISZ[GJ'IPIﬁ.

Polypropylene is used for production of pipes, sheets, injection goods, tapes, films, fibers, filaments,
nonwoven and packing materials, goods of technic, domestic and medical purposes, toys, goods for

HOMEP ITAPTUU /Batch number: _61/2023 MAPKA/Grade: PP H 030 GP/2 contact with food and other goods.
JATA U3TOTOBJIEHUSI/Date of production: 28.01.2023
MACCA HETTO/ Net weight: 220000 ke MapKHpoBKe, XapaKTepU3yIollel TPaHCHOPTHYIO ONAacHOCTb coriacHo TpeboBanusiM ['OCT 19433,
- MOJIMIIPONMIIEH HE TIOAJIEKHUT.
No HanMeHOBaHMe HoKazaTelei Hopwst o TY Pe3y/ILTaT HCTbITAHi Polypropylene is not required to be marked as a transport dangerous cargo in accordance with
n/n Property Standard as per TS Test results requirements of the GOST 19433.
1 TMokazaresb TeKy4ecTH paciuiasa, r/10MuH 25-35 3.0
Melt flow index, g/ 10 min oo ! I'panynupoBaHHBIN MOIUIIPONMIEH IPU KOMHATHOH TeMIIepaType He BBIICISIET B OKPY)KAIOIIYIO Cpexy
9 Pa3sGpoc mokasaresns TeKy4ecTn paciuiasa, %, He Gonee 20 34 TOKCHYHBIX BEIIECTB U HE OKAa3bIBAECT BPEIHOIO BIMSHHUS HAa OPraHU3M 4YEJIOBEKA IIPH HENOCPEICTBEHHOM
Dispersion of MFI, %, max ' KoHTakTe. PaboTa ¢ HUM He TPeOyeT 0COOBIX Mep IPEIOCTOPOKHOCTH.
3* \I‘/’[[*)‘Izct‘i’l‘;a"o/ﬂ";"aiem“x Bemects, %, He donee 0,09 rapanTupyetcs/guaranteed Pelleted polypropylene doesn't emit toxic substances into environment at room temperature and
v A e MIT doesn’'t affect on a human organism by a direct contact. Its handling requires no specific safety
* OZlyJIb YIIPYTOCTH IIPH U3TH0E, a , He MeHee .
4 Flexural modulus, MPa, min 1400 rapanTHpyertcsi/guaranteed precautions.
" Ipenen texyuectu npu pactsbxkernuu, MIla, He menee L.
5 Tensile yield stress, MPa, min 34 rapanTHpyercs/guaranteed TapaHTHiiHBIA CPOK XpaHEHUs IOJUIPONUIEHA — TPU rojia ¢ AaThl M3rotoBieHus. [lo ucreueHun

OTHOCHTENbHOE YUIMHEHUE TIPU IpeJienie TeKyuecTH, %,
6* He MeHee 8 -
Elongation at yield, %, min

MaccoBast 101151 U30TakTHYECKON (pakiuu, %

TapaHTHHHOTO CpPOKAa XpPaHEHUs] IOJUNPONMIEH MOXET OBITh HCIONBb30BaH TOJBKO MOCJIE IPOBEPKU
MoKasaTeJiell KadecTBa Ha cooTBeTcTBUE TpeboBaHmsaM TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20.

Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage polypropylene can be used only after testing of properties in accordance with requirements of

* - -
! Content of isotactic fraction, % the TS 2211-001-14596232-2012 with rev. NeNe 1-20.
MaccoBast 10115 TpaHyJ1 ¢ OTKJIOHEHUSIMH TI0 pa3Mepam
8 CITUIIIIMXCS B CyMMe, %, He Golee 30 0

Content of pellets oversized, undersized and
agglomerates, %, max

ITpuMeuanue:* - mokasaTeib ONpPEACIACTCS MEPUOANYESCKH B cooTBeTcTBUH € 11.3.8-3.9 TV 2211-001-14596232-2012 ¢ u3m. NeNe 1-
20. Note:* - the quality index is determined periodically in accordance with i. 3.8-3.9 of TS 2211-001-14596232-2012 with
rev NeNe 1-20.

3akaodenue: [Tomunpornmien coorBercTByeT TpeboBanusam TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20. Conclusion:
Polypropylene meets requirements of TS 2211-001-14596232-2012 with rev. NeNe 1-20.
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