H3rOTOBJIEHO B POCCHH
MADE IN RUSSIA

OO0 HIII «<HE®TEXUMUS»

Hedrexvmums r. Mocksa 109429, Kanotus kBapran 2-if, 1om 1, kopmyc 13
Neftekhimia Ltd

109429 Moscow, Kapotnya district 2, house 1, building 13

ITACIIOPT KAYECTBA/ DATA SHEET Ne 571/2021

HAVMMEHOBAHUE TTPOIYKTA: ITOJIUITPOITUJIEH TV 2211-001-14596232-2012 ¢ n3m. NeNe 1-20
Name of product: Polypropylene as per TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOMEP ITAPTHH /Batch number: 571/2021 MAPKA/Grade: PP H 450 GP/2
JATA U3TOTOBJIEHUSY/Date of production: 16.09.2021
MACCA HETTO/ Net weight: 200000 kr/kg
Ne HaunmenoBanue noxasareneit Hopwmsi o TY Pesynbrar ucneiTanuit
n/n Property Standard as per TS Test results
IToxa3aTens TeKy4ecTH pacriasa, r/1 OMuH
1 Melt flow index, g/ 10 min 40-50 47
2 Pa3bpoc nmokasarens TeKy4ecTH paciuiasa, %, He Gonee 20 42
Dispersion of MFI, %, max !
3 Maccf)Baﬂ JIOJISt JIETYYHX BEIIECTB, %, He Oonee 0,09 0,05
Volatile, %, max
4+ Motyns ynpyrocTu npu I/I3I‘P‘166, MIla , ne menee 1400 1419
Flexural modulus, MPa, min
ITpenen TekyuecTn npu pacts:xenuu, MIla, He MmeHee
5* A X 34 35
Tensile yield stress, MPa, min
OTHOCHTEIIBHOE Y/UIHHEHHE TIPU NPEJIelie TeKyqecTH, %o,
6* HE MeHee - -
Elongation at yield, %, min
7 MaccoBast 10151 u30TaKTHYeCKOi ppaximu, % . R
Content of isotactic fraction, %
MaccoBasi 101151 TpaHyJI ¢ OTKJIOHEHHSMH 110 pa3Mepam u
s CIIMIIIUXCS B cymMMe, %, He Goliee 30 0
Content of pellets oversized, undersized and !
agglomerates, %, max

Ipumeyanne:* - Moka3aTesb ONPENEISAETCS IEPUOANIECKH B cOOTBeTCTBUM € 11.3.9 TY 2211-001-14596232-2012 ¢ m3m. NeNe 1-20.
HcnbiTanue poBOIHIIOCH B cTOpoHHEiH J1abopaTtopuu ooy OOO "Omcknii 3aBoj| onunpornuieHa”. AHaJIN3 BBITIOJIHEH 110 3aKa3y

IIpoussomurens - OO0 "HIIIT "Hedrexumus". O6pasern s ucnbitanuii 6611 nepean B naboparoputo Iomrom OO0 "Omcknii 3aBo
nosnpomieHa” Iponssourenem. Note:* - the indicator is determined periodically in accordance with clause 3.9 of TU 2211-001-

14596232-2012 with amendments no. 1-20. The test was conducted in a third-party Poliom laboratory of Omsk polypropylene plant

LLC. The analysis was performed by order of the Manufacturer - NPP Neftekhimiya LLC. The sample for testing was transferred to the

Poliom laboratory of Omsk polypropylene plant LLC by the manufacturer.

3akmouenue: [lomumnponuiern coorsercTByeT TpedoBanusM TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20,
¢ yuerom IIporokona ucnsirannit OO0 "Tlonnom"/The test, OO0 "Poliom"

Ne  o/m or/from 04.12.2020

Jlata Beimaun macnopTa/Date of issue of data sheet «_ » 20 T.

I'enepanbHslil AUpeKTOp/CEO

TTPABUJIA BE3OITACHOCTHU
TTOJIUITPOITUIIEH
TV 2211-001-14596232-2012 ¢ uzm.NeNe 1-20

THE RULES OF SAFETY OF
POLYPROPYLENE
TS 2211-001-14596232-2012 with rev.NeNe 1-20

HOHMHpOHI/IJ'IeH NpeaHasHa4Y€eH IjIs1 U3rOTOBJICHUA pr6, JIMCTOB, JIMTBEBBIX H3ﬂeHHﬁ, JICHT, IIJICHOK,
BOJIOKOH, HHTCﬁ, HCTKAHBIX M YIIAKOBOYHBIX MaTCpPHUAJIOB, H3H€HHﬁ TCXHUYCCKOIr0 Ha3HA4YCHUSI, UTPYIICK,
]/I3H6H]/I]7I, Npe€aHasHa4YCHHBIX I KOHTAKTa C IMUIICBBIMA NIPOAYKTaAMU, U APYTUX M3ICINH.

Polypropylene is used for production of pipes, sheets, injection goods, tapes, films, fibers,
filaments, nonwoven and packing materials, goods of technic, domestic and medical purposes,
toys, goods for contact with food and other goods.

MapkupoBKe, XapaKTepU3YOLIeil TPaHCIOPTHYIO OMAacHOCTb coriacHo TpeGoBanmsam I'OCT 19433,
TIOJTHIIPOITUAJIEH HE MMOUIEKHUT.
Polypropylene is not required to be marked as a transport dangerous cargo in accordance with
requirements of the GOST 19433.

I'panynupoBaHHbIA NONUNPONMIIEH IPH KOMHATHOM TeMIIEPAaType HE BBIAEISAET B OKPYKAIOLIYIO CPEILy
TOKCHYHBIX BCIICCTB M HC OKa3bIBACT BPECAHOI'O BIIMAHHA Ha OPTraHU3M YCJIOBEKa ITPH HETIOCPEACTBCHHOM
KoHTakTe. PaboTa ¢ HUM He TpeGyeT 0COOBIX Mep MPEIOCTOPOIKHOCTH.

Pelleted polypropylene doesn’t emit toxic substances into environment at room temperature and
doesn’t affect on a human organism by a direct contact. Its handling requires no specific safety
precautions.

rapaHTHﬁHbIﬁ CpOK XpaHCEHHs MOJHUIPONHUIICHA — TPHU roJa C AaTbl U3TrOTOBJICHHA. ITo ucreuennn
rapaHTHHHOTO CpPOKa XPAHEHWs MOJUIIPONUICH MOXET OBbIThb MCIIONB30BaH TOJNBKO MOCIE HPOBEPKU
rokasareseii kadecTBa Ha cootBercTBHe TpeboBanusam TY 2211-001-14596232-2012 ¢ uzm. NeNe 1-20.
Guarantee period of storage is maximum three years. On the expiry of the guarantee period of
storage polypropylene can be used only after testing of properties in accordance with requirements
of the TS 2211-001-14596232-2012 with rev. NeNe 1-20.



